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1

Modification to Figures A.2 and A.3

Replace Figure A.2 with the following:

Duplicate the test portion

A\ 4

Determine the calorific value and the ash content of the test
portion

Produce a residue according to A.6.2 with a test portion: step
e)to n) of A.6.2; 1,0 g residue

—

Is the required
residue recovered
from the glass fiber
filter at least 1,0 g7?

Scale up the SDM proportionally
oruse A.7.2 e)

Determine the calorific value and the ash content of the
residue

A

Calculate the actual biomass content by calorific value
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Replace Figure A.3 with the following:

Determine the biomass and non-biomass content by
weight according to Clause A.6.

Ash
content >
10%

Determine the total carbon
content of the ash residue

2 laboratory test portions ( A and B

A B
v
Dissolve laboratory
test portion B selectively

v v
Determine total carbon content of
laboratory sample A Dry and weight residue

Determine total carbon content of
the residue

\ 4
Calculate the biomass content in percentage by carbon
content







