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Przedmowa krajowa 

Niniejsza poprawka została zatwierdzona przez Prezesa PKN dnia 18 kwietnia 2013 r. 

Komitetem krajowym odpowiedzialnym za poprawkę jest KT nr 212 ds. Budowy i Utrzymania Dróg. 

Istnieje możliwość przetłumaczenia poprawki na język polski na wniosek zainteresowanych środowisk. 
Decyzję podejmuje właściwy Komitet Techniczny. 

W sprawach merytorycznych dotyczących treści normy można zwracać się do właściwego Komitetu 
Technicznego lub właściwej Rady Sektorowej PKN, kontakt: www.pkn.pl 

Nota uznaniowa  

Poprawka do Normy Europejskiej EN 1423:2012/AC:2013 została uznana przez PKN za Poprawkę do 
Polskiej Normy PN-EN 1423:2012/AC:2013-05. 
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English version 
Version Française 
Deutsche Fassung 

 Road marking materials - Drop on materials - Glass beads, antiskid 
aggregates and mixtures of the two 

 

Produits de marquage routier - Produits de 
saupoudrage - Microbilles de verre, 

granulats antidérapants et mélange de ces 
deux composants 

 Straßenmarkierungsmaterialien - 
Nachstreumittel - Markierungs-Glasperlen, 
Griffigkeitsmittel und Nachstreugemische 

This corrigendum becomes effective on 20 February 2013 for incorporation in the three official 
language versions of the EN. 
 
Ce corrigendum prendra effet le 20 février 2013 pour incorporation dans les trois versions 
linguistiques officielles de la EN. 
 
Die Berichtigung tritt am 20. Februar 2013 zur Einarbeitung in die drei offiziellen Sprachfassungen der 
EN in Kraft. 
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1 Modification to 4.1.3, Granulometry 

In the 3rd paragraph, in the 1st and 2nd dashes, replace "antiskid aggregates" with "beads". 

2 Modification to 4.2.2, Granulometry 

In third paragraph, in the 5th dash, replace "beads" with "antiskid aggregates". 

3 Modification to 4.3.3, Granulometry 

Replace the title of the Table 10 with the following: “Table 10 – Example 5: 710-150 microns”. 

Replace the title of the Table 11 with the following: “Table 11 – Example 6: 1 000-150 microns”. 
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